
AA109 567 CALSPAN FIELD SERVICES INC ARNOLD AFS TN AEOC DIV F/S 22/2

W IND TUNNEL TESTS OF THE SPACE SHUTTLE FOAM INSULATION WITH SIMR ETC(U)

SEP al L A TICATCH, K W NUTT

UNCLASSIFIED AEDC-TSR-81 Vi3D D'



1111 4.0 ~2.00j

'*IIHI 1. 4 111

* MICROCOPlY RESOLUTION TEST CHART



AEDC-TSR-81-V13 ADDENDUM

_____WIND TUNNEL TESTS OF THE SPACE SHUTTLE FOAM INSULATION
________WITH SIMULATED DEBONDED REGIONS

Caispan Field Services, Inc.

Septemaber 1981

____Final Report for Period August 10, 1981

\"JAN i21B

Aproe for puli reksee: ditin unhlud.E

ARNOLD ENGINEERING DEVELOPMENT CENTER
ARNOLD AIR FORCE STATION. TENNESSEE

AIR FORCE SYSTEMS COMMAND
UNITED STATES AIR FORCE

____ 82 01 1.2 128



14

NOTICES

When U. S. Government drawinp, specifications, or other data are used for any purpose other

than a definitely related Government procurement operation, the Government thereby incus no

responsibility nor any obligation whatsoever, and the fact that the Government may hawe

formulated, furnished, or in any way supplied the said drawinp, specifications, or other data, is II
not to be regarded by implication or otherwise, or in any manner licensing the holder or any
other person or corporation, or conveying any rights or permission to manufacture, use, or se

any patented invention that may in any way be related thereto.

References to named commercial products in this report are not to be considered in any sense

as an endorsement of the product by the United States Air Force or the Government.

APPROVAL STATEMENT

This report has been reviewed and approved.

J. T. BEST
Aeronautical Systems Branch
Deputy for Operations

Approved for publication:

FOR THE COMMANDER

m .
Aerospace Flight Dynamics 6."
Deputy for Operations



gI:,CLr sI; B .....
SI,'CU[cI I CI A.c1 I N 'A '- TI' PA, ( ht I).e, Ired)REPORT DO,.UrA4, AT'j ),, PAGE RA N~i.(n~

• BIE.F'ORE" CO)NIII.:T, INC. FORM
I., RtPOT RE 47; DOCL 2. GOVT ACCESSION NO. 3. RECIPIENT'S CATALOG NUMBER

; AEDC-TVM 2-i-V13 ADDLNJDUM 04:1 I 1
4. TITLE (0 11 Sut!, lle) 5. TYPE OF REPORT & PERIOD COVERED

WIND TUNNEL TE]STS OF THE SPACE SHUTTLE FOAM Final Report - Addendum

INSULATION WITH SIMULATED DEBONDED REGIONS August 10, 1981
6. PERFORMING O1G. REPORT NUMBER

"0. AUTHOR(.) S. CONTRACT OR GRANT NUMBER(&)

L. A. Ticatch and K. W. Nutt, Calspan
Field Services, Inc.

9. PERFORMIN, ORC AIAIA-ION NAME AND ADDRESS 10. PROGRAM ELEMENT PROJECT, TASK

Arnold Engineering Development Center AREA 6 WORK UNIT NUMBERS

Air Force SystenI: Command Program Element 921E02

Arnold Air Force Station, TN 37389
%I. COT,IOLLING OFFICE NAMF AND ADDRESS 12. REPORT DATE
NASA/MSFC September 1981
Marshall Space Flight Center 13. NUMBER OF PAGES
Hluntsville, AL 35812 19
14. 14O NI.TORIGi AGENCY NAME & ADDRESS(it different fromn Controlling Office) IS. SECURITY CLASS. (,'f thIa repori)

UNCIASSIFIED
ISn. DECLASSIFICATION DOWNGRADING

SCHEDULE

16. LISTRIBUTION STATEMENT (of thi. Repott)

Approved for public release; distribution unlimited.

17. DISTRIUT'!ON STATEMENT (of the abstract enferfd fr, Block 20, if different from Report)

JA. SUPPLEMENIA"lY NOTES

Available in Defense Technical Information Center (DTIC).p -

14. KEY WORDS (Continue on reverse side If necessary ard Identify by blo)k ,.wnber)

Space Shuttle Foam Insulation
External Tank
aerodynamic heating
materials testing
hc'at t ra Isfer

20. AUSTRACT (('ontlnue on reverse side If necrsrpory cnd Identify by block number)
, Wind tunnel tests of the Space Shuttle External Tank foam insulation, with
simulaLed lightning protectors, were conducted in the von Karman Gas Dynamics
Facility Tuonel C. The tests were conducted to examine three lightning con-
dn'ive coating materials for debris production potential in simulated Convective
heating environments. The material samples were tested using the wedge techi}que
The tests were run at a free-stream Mach number 10 and a free stream total tem-
perature of 1,9006R. The wedge angle was varied to provide test conditions which
were reprcscntatlve of those expected during launch. -

FORM

DD I AN 73 1473 1 EMITION OF I NOV S5 IS OBSOLETE UNCLASSIFr2
SECURITY CLASSIFICATION OF THIS PAGL en i ~nt , , n

-- - -45a-£•, .



CONTENTS

Page

NOMENCLATURE ...... ..... ...................... 2
1.0 INTRODUCTION ........... ...................... 3
2.0 APPARATUS

2.1 Test Facility ......... ................... 3
2.2 Test Articlentation ................... ....... 4

3.0 TEST DESCRIPTION
3.1 Test Conditions ......... .................. 4
3.2 Test Procedures ......... .................. 4
3.3 Data Reduction ......... .................. 4
3.4 Uncertainty of Measurements ...... ............ 4

4.0 DATA PACKAGE PRESENTATION ........ ............... 4
REFERENCES ............ ....................... 5

APPENDIXES

I. ILLUSTRATIONS

Figure

9. Typical Specimen Pretest Photograph ..... .......... 7
10. Installation of Test Specimen on Wedge .... ......... 8
11. Installation in Tunnel C ..... ................ . 10
12. Typical Posttest Photograph .... .............. . 12

II. TABLES

5. Data Transmittal Summary ..... ................ . 14
6. Test Summary .......... ...................... 15

III. REFERENCE HEAT-TRANSFER COEFFICIENT .. .......... . 16

IV. SAMPLE TABULATED DATA

Sample

2. Photograph History Data ..... ................ 18 or
3. Gardon Gage Data ...... .................... . 19

DTIC TAB
Uaannounc d
Justification_

Bv - - -
ri

- _ C_

t ,.-~t t1

--- 'L



NOMENCLATURE
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1.0 INTRODUCTION

The work reported herein was conducted by the Arnold Engineering

Development Center (AEDC), Air Force Systems Command (AFSC), under

Program Element 92]EO2, Control Number 9E02 at the request of the

National Aeronautics and Space Administration (NASA), Marshall Space

Flight Center (MSFC), Huntsville, Alabama for the Martin-Marietta

Corporation (Michoud Operations), New Orleans, Louisiana. The Martin

Marietta Corpration project engineer was Mr. Steve Copsey, and the

NASA/MSFC project manager was Mr. John Warmbrod. The results were

obtained by Calspan Field Services, Inc./AEDC Division, operating

contractor for the Aerospace Flight Dynamics testing effort at the AEDC,
AFSC, Arnold Air Force Station, Tennessee. The tests were conducted

in the von Karman Gas Dynamics Facility (VKF), under AEDC Project No.
C342VC. This was the second test entry on this project. The previous

tests were reported in AEDC-TSR-81-V13 and this is a continuation
(Addendum) to that report.

The conductive coating used for lightning protection on the External
Tank of the first space shuttle flight proved to be a potential debris
source due primarily to application in relatively thick sections. This
test examined three alternate conductive coating materials for debris
production potential in convective heating environments simulating
flight. The materials used were of much lower viscosity than the pre-
viously used aterial to allow application in thinner coatings. In
addition, an experimental deicing compound was applivd on several samples
to observe any effects the compound might have on the spray-on foam.

A total of 23 samples was tested in the 50-in.-diam Hypersonic Wind
Tunnel (C) at the VK F on August 10, 1981. Data were recorded at Mach 10
with tunnel stilling chamber conditions of 1,800 psia and 1,9000R. The
nominal wedge angle (WA) varied from 14 to 24 deg to produce local cold

wall heating rates rangingfrom 116 to 10 BTU/ft 2 -sec.

A summary of the test data transmitted to the sponsor (NASA/MSFC)
and the user (MMC) is presented in Table 5.

Inquiries to obtain copies of the test data should be directed to
NASA/MSFC/ED33, Marshall Space Flight Center, Huntsville, AL 35812. A
microfilm record has been retained in the VKF at AEDC.

2.0 APPARATUS

2.1 TEST FACILITY

(See AEDC-TSR-81l-V13)

2.2 TEST ARTICLE

A pretest photograph of a typical specimen is shown in Fig. 9.

The specimens were basically flat insulation panels consisting of a

0.13-in. aluminum support plate covered with a 0.6-in. layer of super

lght ablator (SLA, Mat'l SLA-561) and a 0.75-in. layer of spray-on

foam insulator (SOFT, Mat'l CPR-488). Strips of conducting paint of

13



different thicknesses were placed on the foam. The specimens were
attached to the VKF materials wedge for testing as shown in Fig. 10.
Installation of the wedge in Tunnel C is illustrated in Fig. 11.

2.3 TEST INSTRUMENTATION

The instrumentation consisted of 9 Gardon gages located on the for-
ward 17.5 inches of the wedge as shown in Fig. 10b.

The Gardon gages used were a special high temperature type, 0.25-in.
in diam, with a 0.010-in. thick sensing disk. Each gage had a Chromel-®
Alumel thermocouple to provide the gage edge temperature. These temper-
atures, together with the gage output, were used to determine the gage
surface temperatures and corresponding heat transfer rate, which was
then used to calculate the local heat transfer coefficient. These heat
transfer coefficients were used to confirm the flow conditions over the
sample specimens.

3.0 TEST DESCRIPTION

3.1 TEST CONDITIONS

A summary of the nominal test condition is given below:

M PT, psia TT,0 R P, _psia

10.10 1800 1900 0.038

A test summary showing the configurations tested and the variables
for each is presented in Table 6.

3.2 TEST PROCEDURES

(See AEDC-TSR-81-V13)

3.3 DATA REDUCTION

(See AEDC-TSR-81-V13)

3.4 UNCERTAINTY OF MEASUREMENTS

(See AEDC-TSR-81-V13)

4.0 DATA PACKAGE PRESENTATION

A complete set of all photographic data and tabulated data for this
test has been provided to Martin Marietta Corporation. Photographic data
which showed significant testing results and a complete set of tabulatpe
data have been provided to NASA/Marshall Space Flight Center/ED33, Hunts.
ville, Alabama. All test specimens for this test have been returned to
Martin Marietta Corporation.

4
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A representative posttest photograph is shown in Fig. 12. This
is the same test panel shown in the pretest photograph in Fig. 9.

Samples of the tabulated data are presented in Appendix IV. A
copy of all data except photographs has been retained on microfilm
in the VKF.

REFERENCES

(SEE AEDC-TSR-81-V13)
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APPENDIX I

ILLUSTRATIONS
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APPENDIX II

TABLES
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I

TABLE 5. Data Transmittal Summary

The following items were transmitted to the Sponsor and the User:

Sponsor User

John Warmbrod Steve Copsey
ED33 Martin Marietta
Marshall Space Dept. 3571
Flight Center, P.O. Box 29304
AL 35812 13800 Gentilly Rd.

New Orleans, LA 70189

Item No. of Copies No. of Copies

Test Summary Report i 1

Pre- and Posttest
Photographs* (8x 10) 1 1

70 mm Stills: contact prints 1 l
and duplicate negatives
(Runs 1-23)

70 mm shadowgraphs: contact
prints and duplicate
negatives (Runs 1-23) 1 1

16 mm movies, top view:
work prints and optical
masters (Runs 1-23) 1 1

16 mm movies, side view:
work prints and optical
master (Runs 1-23) 1 1

Final Data Package I

Pretest photos of specimens CTC17-20, 21, 23, 24 were taken by
Martin Marietta.

14



I
TABLE 6. Test Summary

I PT =1800 psia TT - 1900OR

RUN MODEL ID CONFIGURATION WEDGE TIME APPROX
NO. CTC 17- CODE ANGLE EXPT Q-DOT-O'

1 1 1 14 73.81 6

2 2 2 19 31.01 8
3 3 3 24 20.73 10

4 4 4 14 42.58 6

5 5 5 19 31 56 8

6 6 6 24 21.56 10

7 7 7 14 45.78 6

8 8 8 19 32.25 8

9 9 9 24 21.77 10

'10 10 10 14 3.13 6

11 it 11 19 32.42 8

12 12 12 24 22.00 10

13 16 16. 14 44.16 6

14 17 17 19 48.15 8

15 18 18 14 42.64 6

16 19 19 19 33 03 8

1.7 13 13 14 42.68 6

18 14 14 19 32.12 8

19 15 15 24 22.89 10

20 20 20 14 42.81 6

21 21 21 19 33.10 8

22 23 23 19 62.34 8

23 24 24 24 42.88 10

The approximate QDOT-0 level is based on previous calibration
data.

15



APPENDIX III

REFERENCE HEAT-TRANSFER COEFFICIENT

(SEE AEDC-TSR-81-V13)
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APPENDIX IV

I SAMPLE TABULATED DATA
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